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HoMedics Group Ltd.

HoMedics House, Somerhill BusinessPark, Five Oak Green Road, Tonbridge, Kent TN11 0 GP England

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Kitchen Scale.

SGS Job No. : CP12-051769 - GZ.

Model No. :. 1150BKDR.

Material Name :. Glass ( Taibo 4mm tempered grade).

Supplier :. Infocare.

Country of Destination :. UK and EU.

Country of Origin :. CHINA.

PO No. :. PC0001189.

Date of Sample Received :. 31 Oct 2012.

Testing Period :. 31 Oct 2012 - 27 Nov 2012.

Test Requested :. Selected test(s) as requested by client..

Test Method :. Please refer to next page(s)..

Test Results :. Please refer to next page(s)..

Result Summary :.

Test Requested. Conclusion.

European Council Directive 84/500/EEC & 2005/31/EC－Leachable Lead and 

Cadmium..

PASS.

Signed for and on behalf of 

SGS-CSTC Ltd..

Alpher Qiu.

Approved Signatory. . .
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

1. CAN12-146773.001 Transparent glass (semi-product).

European Council Directive 84/500/EEC & 2005/31/EC－Leachable Lead and Cadmium.

Test Requested :. As specified by client, to determine Leachable Lead and Cadmium from glass used in contact 

with food for compliance with European Council Directive 84/500/EEC and its amendment 

Commission Directive 2005/31/EC..

Test Method :. As specified in EEC Directive 84/500/EEC & 2005/31/EC. Analysis was performed by ICP-OES..

Sample 001.. Category 1.

Vol. of 4%HAc used 

for vessel.(ml)

Surface Area

.(sq. dm)

1. 1102. 6.60.

Leachable Lead

.(mg/dm²)

Leachable Cad-

mium.(mg/dm²)

1. <0.1. <0.01.

Limit. 0.8 0.07

Notes :

Category 1: Articles that cannot be filled and articles that can be filled, the internal depth of which does 

not exceed 25 mm.

Category 2: Articles, not in categories 1 or 3, which can be filled.

Category 3: Cooking ware; packaging and storage vessels having a capacity of more than three liters..
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Sample photo:.

CANEC1214677301

CAN12-146773.001.

SGS authenticate the photo on original report only.

*** End of Report ***.
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